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 Building Integrated Photovoltaic thermal solar collector (BIPVT) with Spiral 

flow absorber design is a collector not only used to generate electricity and 

thermal energy simultaneously but also can be integrated with the roof. Due 

to it characteristic as a roof, the collector is exposed to the direct sunlight 

resulting from a higher temperature on it surfaces. The temperature increased 

will simultaneously decrease it efficiency. An experiment has been 

conducted outdoor at Universiti Kebangsaan Malaysia to examine and 

evaluate the efficiency of the collector. Data for the experiment has been 

collected and gathered from 08:00 to 17:00 respectively. Results from the 

experiment recorded the best total efficiency of 65.10% (53.64% thermal 

efficiency and 11.46% electrical efficiency from the PV panel) at mass flow 

rate of 0.041kg/s and solar radiation of 1148W/m2. The effect of mass flow 

rates on open circuit voltage (Voc) and the modules short circuit current (Isc) 

are also presented. 

Keyword: 

Absorber  

BIPVT 

Electrical efficiency 

Spiral flow 

Thermal efficiency 

Copyright © 2018 Institute of Advanced Engineering and Science.  

All rights reserved. 

Corresponding Author: 

Adnan Ibrahim,  

Solar Energy Research Institute, 

Universiti Kebangsaan Malaysia (UKM), 43600, Bangi, Selangor, Malaysia. 

Email: iadnan@ukm.edu.my 

 

 

1. INTRODUCTION 

Photovoltaic (PV) system is an attractive application that integrated into the building [1]. However, 

due to the direct exposure from the sunlight and leads to temperature rises to 70°C resulting decreases in it 

efficiency [2]. Hence, it is crucial to reduce the temperature, simultaneously, optimize the efficiency 

throughout the system. The solar energy generated by the system not only converted into electricity; some 

will convert into thermal (heat), thus, by combining the system capable to produced higher output energy [3]. 

Heat that produced by the module will be collected by the absorber collector and drained through the tank for 

other purposes. The transferring of heat away from the module manages to reduce the temperature rises in the 

system and simultaneously capable to maintain the performance and efficiency [4]. The problems such as low 

efficiency, uniformity architectural and limited roof space for separate system installation had become 

important factors that influenced the idea of combining the photovoltaic/thermal (PVT) system into one 

complete system [5]. PVT solar collectors convert solar radiation directly to both thermal and electrical 

energies. PVT solar collector applications are becoming more widely accepted in meeting industrial and 

residential electric and thermal energy demand after decades of development and variety of incentive 

programs. Hot water is essential for industrial and domestic applications. It is required for bathe, wash 

clothes and kitchen utensils and other domestic utilities are the same in the city or out of town. Thermal 

energy (hot water) is also needed in quantities in hotels, hospitals, dorms and industries such as textiles, 

paper and food processing [6]. 

This paper discusses on the aspect of novelty of building integrated photovoltaic thermal solar 

collector (BIPVT) designed to produce both electricity and hot-water system. Besides generating “free” 
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electricity, the BIPVT also produced hot water at the useful temperature for the applications such as 

residential as well as many industrial, including agricultural and commercial buildings that require low-grade 

heat. The motivation behind the development of the BIPVT collector is twofold; it, firstly, is to produce a 

collector that expends the use of existing roofing and cladding product by adding the value-added invention 

to it, secondly, to produce a highly efficient PV power and solar hot-water system that suitable domestic 

usage [7]. 
 

 
2. THE PROBLEM 

The main problems with the conventional photovoltaic and thermal collectors are depending on the 

design of the absorber collector. Today, most of the available designs for flat plate collectors are with 

conventional parallel design. This type of design produces non-uniform cooling due to its low efficiency at a 

high-temperature problem. Proper design of the absorber collector with special configuration enables the 

fluid to flow and sustain the energy inside the absorber collector need to be design and examine. It is well 

known that the flat plate collector is considered as an expensive product in the market [8]. The high cost is 

not only due to the material of the collector but also due to the material for the absorber collector and 

complete system, including the installation. An appropriate design of the absorber collector is a necessity to 

not only cool the cells and increase it efficiency, but in appropriate applications, the thermal energy is equally 

valuable. Besides that, due to the problem of low efficiency, payback period for the particular system is high 

[9]. The efficiency of a separate systems (photovoltaic cells and solar thermal) are calculated as separate 

entity. Since that, the system consists of two separate systems, the calculation of efficiency needs to be 

dividing into two. Where else, after combining the system (photovoltaic thermal system), the thermal 

collector and photovoltaic are treated as single entity and the area is divided only to one. By integrate the 

system, theoretically, not only increase the efficiency tremendously but also directly integrated into the 

roofing material for a building, minimized the usage of space of installation for both systems. 

 

 

3. PROPOSED SOLUTION 

The new prototype design of BIPVT absorber collector, namely spiral flow absorber collector, has 

been designed and fabricated as in Figure 1 [10]. The absorbers in the form of rectangular hollow tubes are 

attached closely underneath the PV module with metallic bonded, and this will ensure a zero gap or no gap 

between the tubes and the module, in which heat can be transferred [11]. The zero gap is essential to ensure 

the high efficiency and excellent bonding quality between the collector and the sheet underneath the cell 

(module) [12]. The absorber collector, as shown in Figure 1, is made of a rectangular hollow tube of stainless 

steel material with the dimension of (Dh) 12.7×12.7 mm.  

 

 

 
 

Figure 1. The spiral flow absorber collector design 

 

 

 A standard commercial photovoltaic module of a flat plate single glazing sheet of polycrystalline 

silicon with single glazing sheet has been laminated and bonded with a high-temperature silicone adhesive 

and sealant. Once sealed and watertight, the absorber collector is attached to the bottom side of photovoltaic 

module and encapsulated in a Polyvinyl resin and formed a complete BIPVT system. Later, thermal insulator 

is packed underneath the absorber collector to prevent heat from escaping further and provides more uniform 

temperatures throughout the collector. The absorber collector is designed in the form of continuous coil or 

tube configuration and consists of at least one inlet and one outlet to allow the medium (water) to enter and to 

exit from the coil respectively and covered the entire photovoltaic module surfaces. 
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In this outdoor experiment, the hot-water storage is located as near as possible to the collector to 

maintain the water flow from the pump to the collector and vice versa. The water storage is connecting to the 

flat plate collector through sets of pipes and connected with a pump that controls the water circulating. It is 

assuming that the pipes are well insulating to prevent from any heat lost to occur and only the collector unit 

absorbs the energy. The inlet water temperature at the collector is assuming the same as the mean water 

temperature inside the storage tank. To accommodate the outdoor experiment, a fabricated BIPVT collector 

is mounting onto a shed. The shed is constructed with a mild steel frame and cover with plywood materials. 

The BIPVT collector is later, installed on top of the shed as the rooftop. The PV module manufacturer 

recommended the tiled angle of 14° to be the best-tilted angle for sites located at 0°- 14° latitude. A silicone 

gel is used as a joining agent between solar modules and the mounting surface. The pyranometer is fixed on 

top of the module's frame with the same tilted angle as the PV module. The outdoor experiment has been 

performed at the Solar Energy Research Institute (SERI) Solar Park, Universiti Kebangsaan Malaysia. In this 

experiment, ambient temperature and other temperatures are measured using T-type thermocouples. Solar 

radiations from the sun are measured using Eppley pyranometer. In this experiment, eight modules of 

photovoltaic solar panels are attached and connected in parallel. Mass flow rates ranging from 0.027, 0.035 

and 0.041kg/s and data-acquisition system for the collector are later connected to the computer. 

 

 

4. COMPARISON WITH PREVIOUS STUDY 

 According to Kim et al., [13, 14] the achievement of the thermal and photovoltaic collectors are not 

only related to the cover or without the cover but based on the formation of the term collector may also give 

an impression on the achievements of PVT solar collectors. They use a rectangular channel to expand the 

surface area of heat displacement. Zondag et al. [15] have made a comparison of electrical resistance between 

conventional photovoltaic collectors, PVT collectors and PVT collectors with and without glass cover. The 

annual average of electrically generated emissions is 7.2%, 7.6% and 6.6%. PVT collectors without cover 

provide the highest electrical efficiency. Experiment study by Ji et al. [16] on natural circulation hybrid PVT 

water heating system has been conducted. They reported that the PVT efficiency about 55% with 45% 

thermal efficiency and PV efficiency of 10.1%. conclude that the thermal efficiency reached about 40% when 

the initial temperature in the system is same as the daily mean ambient temperature. The PVT efficiency 

about 50% with 40% thermal efficiency and the PV efficiency of 9.87. 

 

 

5. PERFORMANCE EVALUATION OF BIPVT SOLAR COLLECTOR 

The efficiency of the photovoltaic cells is depending on the temperature [17]. Further, the 

performance of BIPVT collectors can be depicted by the combination of efficiency expression [18]. It 

comprised of the thermal efficiency th and the PV panel efficiency PV , which usually include the ratio of 

the useful thermal gain and electrical (PV panel) gain from the system to the incident solar irradiation on the 

collector’s gap within a specific time or period. As shown in Equation 1, the total efficiency tot is used to 

evaluate the overall performance of the system. 

 

PVthtot            (1) 

 

The thermal efficiency ( th ) of the conventional BIPVT collector is calculate using the Equation 2. 

 

G

Qu
th           (2) 

 

Where Qu is the actual useful collected heat gain (W/m
2
) and G is the measurement of incoming solar 

irradiation on the collector surface (W/m
2
). Using Equation 2, the useful collected heat (Qu) collected by the 

water in terms of its temperature rise can be explored further using the Equation 3 derived from Hottel-

Whillier equations [17]: 

 

    aiLPVTRcu TTUGFAQ          (3) 
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Where iT is inlet temperature, aT is ambient temperature, UL is overall collector heat loss, GT is solar 

radiation at NOCT (radiation level 800 W/m
2
, ambient temperature 26

o
C and wind velocity 1 m/s),  PV  is 

PV thermal efficiency, Further, the collector area Ac and is the collector area and heat removal efficiency 

factor FR and 
'F is collector efficiency factor can be calculated based on Equation 4: 
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Based from the Equation 1 to 4, it is then possible to calculate the useful heat gain produced by the 

PVT collector. By rearranging the formulae, the thermal efficiency of the collector can be written as in 

Equation 5 [19]: 
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Furthermore, to evaluate the fluid mass flow rates which later can be used to analyze the thermal 

performance th of the BIPVT, the Equation 6 can be use based on Hottel and Whillier equations  

 

avAvm            (6) 

 

Where ρ is the density of the fluid in drain input area and vav is the fluid velocity. For Power, P is the 

result of current, I (V) in current-voltage dependent, therefore, the thermal efficiency of the collector can be 

expressed further in Equation 7: 

 

Tp

p

th
GA

TCm 



          (7) 

 

Where m the mass flow rate, Δ is the differences between fluid outlet temperature and fluid inlet 

temperature (K), Ap is the area covered by absorber collector and GT is referred to the solar radiation at 

NOCT. For panel efficiency of the collector, Equation 8, can be used to identify efficiency for temperature-

dependent PV panel efficiency of the BIPVT module [20]: 

 

  rcrpv TT   1         (8) 

 

Where ηpv is the PV panel efficiency, ηr is the reference efficiency of PV panel (ηr = 0.12),   is the 

temperature coefficient (ºC 0.0045ºC
-1

), Tr is the reference temperature and Tc is the temperature of the  

solar cell (K). 

 

 

6. RESULTS AND OBSERVATIONS 

Average data for the outdoor experiment for the collector has been collected and gathered from 

08:00 to 17:00 respectively. It is recommended that the most suitable time for weather data to be collected is 

from 11:00 to 15:00 [21, 22]. During the experiment, data were recorded for every 10 seconds and later 

summed up to the average of 1 minute. 

 

6.1. The effect of Mass Flow Rates on Open Circuit Voltage (Voc) and the Modules Short Circuit 

Current (Isc) 

 For the changes of Voc and Isc for the collector at mass flow rate of 0.027 kg/s these changes can be 

clearly seen as in Figure 2 shows that the Voc increased from 0.06V to 4.1V while the Isc increased from 

27.6A to 55.6A. For the changes of Voc and Isc for the collector at mass flow rate of 0.035 kg/s these changes 

can be clearly seen as in Figure 3 shows that the Voc increased from 2.6V to 4.1V before it dropped due to the 

bad weather, while the Isc increased from 70.1.6A to 81.5A and dropped. As in Figure 4, at mass flow rate of 

0.041 kg/s, the changes of Voc shown an increased from 3.3V to 3.5V while the Isc decreased from 68.4A to 

62A due to bad weather. The Isc and Voc experiencing fluctuation when solar irradiance S and PV module 

temperature Ts were changed. It can be observed that the Isc was more sensitive towards any changes of solar 
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irradiance S and experiencing small changes in current to every change of PV module temperature Ts. 

Oppositely, the Voc was more sensitive to any changes of PV module temperature Ts comparing to solar 

irradiance S. Due to that factor; it can be concluded that the change of Isc is directly influenced by the solar 

irradiance S and changes of Voc is directly influenced by the PV module temperature Ts. The result shows 

that the Isc increased when the solar irradiance S increased and Voc dropped when the temperature increased. 

 

 

  

Figure 2. The Changes of Voc and Isc for the 

Collector at Mass Flow Rate of 0.027 kg/s 

Figure 3. The Changes of Voc and Isc for the 

Collector at Mass Flow Rate of 0.035 kg/s 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Figure 4. The Changes of Voc and Isc for the Collector at Mass Flow Rate of 0.041 kg/s 

 

 

6.2. The effect of Mass Flow Rates on Efficiency ɳ and the Solar Irradiation, S 

The results gained from the experiment were gathered and analyzed to determine the efficiency of 

the collector. This includes the thermal efficiency, photovoltaic efficiency and the total efficiency of the 

collector. Figure 5 shows the changes of collector’s efficiency over the time in a day based on solar 

irradiance S and mass flow rate ṁ. The changes on efficiency ɳ for the collector can be observed from 10:00 

to 16:00. During this time, the mass flow rate was set to 0.027kg/s. From the observation, it was noticed that 

the fluctuation of the solar irradiance level influenced the efficiency of the collector. For example, during 

10:00 to 14:00, the total efficiency was increased from 61.21% to 62.76% at solar irradiance from 152 W/m
2
 

to 924 W/m
2
. This indicated the clear sky recorded on that day. After this period, it was noticed that the 

collector efficiency starting to reduce from 61.06% to 59.9%. It is noticed also the change of efficiency was 

due to the cloudy weather on that day. 

As shown in Figure 6, the total efficiency recorded at 64.24% with 53.24% thermal efficiency and 

11.01% electrical efficiency. At that instant, the solar irradiance increased from 548 W/m
2
 to 1493 W/m

2
. 

The average of 62.0% total efficiency was recorded. It was also clearly observed that the solar irradiance 

drops to 457W/m
2
 with total efficiency also dropped to 33.39% at 15:00 onward due to bad weather 

condition. No significant changes in total efficiency recorded for the mass flow rate of 0.027 kg/s and  

0.035 kg/s. 

As shown in Figure 7, the total efficiency recorded at 65.10% with 53.64% thermal efficiency and 

11.46% electrical efficiency. At that instant, the solar irradiance increased to 1148W/m
2
. The average of 

62.50% total efficiency was recorded. From the figure, it was also clearly observed that the solar irradiance 

drops to 243W/m
2
 with total efficiency also dropped to 31.77% at 15:00 onward due to bad weather 
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condition (heavy rain). No significant changes in total efficiency recorded for the mass flow rate of 0.035 

kg/s and 0.041 kg/s. 

 

 

 
 

Figure 5. Changes on efficiency ɳ over the solar irradiance, s at mass flow rate of 0.027 kg/s 

 

 

 
 

Figure 6. Changes on efficiency ɳ over the solar irradiance, s at mass flow rate of 0.035 kg/s 

 

 

 
 

Figure 7. Changes on Efficiency ɳ Over the Solar Irradiance, S at Mass Flow Rate of 0.041 kg/s 

 

 

7. CONCLUSION 
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In this experiment, the commercial polycrystalline PV module panel is used. From the results, it is 

observed that the major contributors to the successful of the absorber collector's design are from the design 

configuration. It can be notice that, the number of fins/channels play an important role to achieve higher 

efficiency. The more numbers of fins/channels installed to the absorber collector enable more surfaces to be 

covered [23, 24]. The performance of absorber collector with fins/channels can be further improved by fixing 

more fins/channels to the collector. Bonding quality of fins/channels needs to increase for better contact. 

Fin/channel and bonding quality between the collector and the sheet underneath the module often bring 

limitations to the overall efficiency achievable. Metallic bond needs to be applied to the fins/channels to 

ensure zero gap condition between the metal tubes and the PV module.  

  The mass flow rate plays an important factor for cooling effect on PV module temperature, 

including the temperature of the back wall. Increment in water mass flow rate will result to the increased of 

water volume entering the tubing to take away the heat, which, simultaneously reduces the PV and back wall 

temperature. It also notices that from the experiment, the solar irradiation increases simultaneously with the 

increases of Isc, and Voc. The outlet water temperature also reduced because of the increase in water velocity 

in the tubes. The solar collector performance study shows that the thermal efficiencies can reach 

approximately 80% based on specific collector length and mass flow rate [25]. 
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