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Figure 1. Graphical illustration of heat introduction by microwave heating of ZnO nanoparticles synthesis resulted homogenizes solution of ZnO nanoparticles. Aggregates ZnO nanoparticles with unimodal narrow particle size distribution are obtained with primary size 20-40 nm and aggregates size around 150 -200 nm.
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